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ABSTRACT

The viability of a method for determining the fatigue
life of composite rotor hub flexbeam laminates using
delamination fatigue characterization data and a geometric
non-linear finite element (FE) analysis was studied.
Combined tension and bending loading was applied to
non-linear tapered flexbeam laminates with intemnal ply
drops. These laminates, consisting of coupon specimens
cut from a full-size S2/E7T1 glass-epoxy flexbeam were
tested in a hydraulic load frame under combined axial-
tension and transverse cyclic bending . The magnitude of
the axial load remained constant and the direction of the
load rotated with the specimen as the cyclic bending load
was applied. The first delamination damage observed in
the specimens occurred at the area around the tip of the
outermost ply-drop group. Subsequently, unstable
delamination occurred by complete delamination along
the length of the specimen. Continued cycling resulted in
multiple delaminations. A 2D finite element model of the
flexbeam was developed and a geometrically non-linear
analysis was performed. The global responses of the
model and test specimens agreed very well in terms of the
transverse displacement. The FE model was used to
calculate strain energy release rates (G) for delaminations
initiating at the tip of the outer ply-drop area and growing
toward the thick or thin regions of the flexbeam, as was
observed in the specimens. The delamination growth
toward the thick region was primarily mode II, whereas
delamination growth toward the thin region was almost
completely mode I. Material characterization data from
cyclic double-cantilevered beam tests was used with the
peak calculated G values to generate a curve predicting
fatigue failure by unstable delamination as a function of
the number of loading cycles. The calculated fatigue lives
compared well with the test data.

NOMENCLATURE

¢,d,e, f curve fit constants in eqns. (1), (3), (4)
a delamination length along taper above D4, mm
d delamination length along taper below D4, mm
b delamination length toward thin region

below B5, mm
E.E, Young's moduliin 1- and 2- directions, GPa
G total strain energy release rate, J/m?
G, shear moduli, GPa
Gy mode I strain energy release rate, J/m*
Gimax  Maximum mode I cyclic strain energy

release rate, J/m?
G mode II strain energy release rate, J/m?
h measured ply thickness, mm
h' prescribed ply thickness, mm

N number of loading cycles

P axial tension load, kN

t ply-group thickness in FE model, mm
\Y% measured transverse (bending) load, kN
\'% prescribed transverse (bending) load, kN

transverse displacement at tip of flexbeam, mm
flexbeam taper angle, degrees

waviness angle, degrees

laminate flapping angle, degrees

transverse stroke of ATB test machine, mm
flexbeam surface strain

maximum cyclic surface strain

mm o <

max
V12 Poisson's ratio

INTRODUCTION

Hingeless and bearingless helicopter rotor hubs are
being designed using laminated composite materials to
reduce weight, drag, and the number of parts. During
flight, the rotor hub arm experiences centrifugal loads as
well as bending in the flapping flexure region. In order to
accommodate this bending, the stiffness of the flapping
flexure region is changed by varying the thickness of the
hub arm. This thickness change is accomplished by
dropping, or terminating internal plies in that region.
However, these internal ply-drop locations create
discontinuities which are sources for delamination
initiation {1-5]. In order to design damage resistant
tapered structures, many parameters affecting delamination
at dropped plies, such as the taper geometry and location
of the ply-drops through the thickness must be considered
[6,7).

Several studies have considered delamination failure in
tapered laminates with internal ply drops under pure
tension loads [1-12]. Reterences 1-3, 6, 8, and 9 used
finite element (FE) modeling and stress-based failure
criteria to predict the strength of tapered laminates of a
variety of different materials and with different internal
ply-drop configurations. In each study it was determined
that high interlaminar stresses at the ply-drop locations led
to delamination onset at the ply-drops. Other
investigators [4, 5, 7, 10-12] used a strain energy release
rate approach to study delamination in tapered laminates
subjected to axial tension loading. A two dimensional
(2D) FE model developed in ref. 11 predicted that for a
glassfepoxy laminate with three internal ply-drop steps,
delamination will start at the junction of the thin and
tapered regions, and will grow unstably into both the thin
and tapered regions. Reference 7 showed that the strain
energy release rate associated with a delamination growing
from a ply-drop tip toward the thick section increases with
increasing thickness of the discontinuous plies. In refs. 4,
5, and 12, strain energy release rate calculations from FE
models were used with fracture toughness data to
accurately predict delamination onset in unidirectional
glass/epoxy and graphite/epoxy specimens.

Only a few studies so far have considered the effect of
bending loads on tapered laminates. Reference 6 used a
3D FE model to study the effects of several ply-drop
configuration parameters on interlaminar stresses in
laminates with pure tension, bending, or torsion loads.
Reference 13 investigated the possibility of controlling
edge delamination by terminating a ply at a critical



interface, a small distance from the free edge. Tension,
bending and torsion loads were each applied to a 3D FE
model. Terminating a -45° ply resulted in stress
reductions at the free edge for tension and torsion loading,
but not for bending. In ref. 14, the effect of combined
tension and bending loading on a tapered laminate was
studied using coupon specimens and a simple FE model
composed of beam elements which were able to account
for the effect of membrane loads on the flexural response
of the laminate. The predicted surface strains from the FE
analysis compared reasonably well with measured strains
for laminates with both linear and nonlinear tapers.

In this study, the effect of combined tension-bending
loading on glass-epoxy laminates with a nonlinear taper
and internal ply-drops was studied. Coupon specimens cut
from full-size flexbeams were subjected to a constant axial
load and cyclic transverse bending load. For comparison
with the test data, a 2D finite element model was
developed which replicated the geometry and loading of the
specimens. A geometrically nonlinear analysis was

performed on the FE model.
EXPERIMENTS
Specimen metry and Test Conditions

In this study, six coupon specimens were cut from a
full-size S2/E7T1 glass/epoxy flexbeam, as shown in fig.
1. The full-length beam was cut into two pieces
crosswise, and then each half-beam was cut lengthwise
into three 1-inch wide specimens. The specimens were
then trimmed to a nominal length of 340 mm (13.4 inch).

Figure 1. Full-scale flexbeam and coupon test specimens.

The specimens were symmetric about the midplane, and
had a nonlinear taper design. The number of plies varied
from 145 at the thick end to 41 at the thin end. The
flexbeam layup may be visualized as shown schematically
in fig. 2, by assuming that the laminate consists of §
continuous belt-ply groups (B), a continuous surface ply
of woven 7781 E-glass/E7T1-2 fabric (F), and 4 dropped-
ply groups (D) on each side of the mid-plane. Each
dropped-ply group consisted of 13 plies of differing
lengths, in a nonuniform staggered drop pattern, to
produce the nonlinear surface contour. The continuous
belt-ply groups are primarily composed of 0-degree
laminae, and the dropped-ply groups are composed of 45-
degree and 45-degree plies only. The material properties
for S2/E7T1 and E-glass/E7T1-2 are given in Table 1.
The ply-groups are labeled in fig. 2 as they are referred to
later in this report. The lay-up for each ply-group is
given in Table 2, where a bar over the ply-angle indicates
a half-ply. Table 2 also
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Figure 2. Schematic of half-laminate with plygroup labels.

gives the thicknesses of the continuous belt-ply groups
and equivalent orthotropic properties calculated using
laminated plate theory and assuming symmetry. The
measured average ply thickness, h, was 0.203 mm (0.008
inch) for the tape material and 0.317 mm (0.0125 in) for
the fabric layer.

Table 1. Material Properties

Material E11,GPa E22,GPa Gi12,GPa vi2
SUETTlupe  47.6 12.6 481 0.8

E-glass/ETTI-2 253 241 456 0.153
(fabric)

Steel 201 201 773 0.30

Neatresinl2%  4.10 4.10 154  0.33

Axial-Tension Bending Machine

Flexbeam specimens were tested in a servo-hydraulic
load frame, called the Axial-Tension Bending (ATB)
machine, which was designed and built to produce
combined tension-bending loading (fig. 3). Because the
axial load cell is located above the top grip, but below the
pivot connecting the axial and transverse actuators, the
tension load "rotates™ with the specimen as the transverse
load is applied. Hence, under axial load control, the
magnitude of the tension load, P, remains constant as the
specimen rotates under the transverse bending load, V, as
shown in fig. 4. Therefore, with the axial tension load
applied under load control and the bending applied using
stroke control, a constant membrane load should be
maintained throughout the loading cycle.

Static Tests
Prior to fatigue testing, the relationship between
applied loads and specimen deflection and surface strains
was determined by holding the axial load constant and



Table 2. Ply-Group Layups and Smeared Properties

Ply Group Layup Exx, GPa Eyy, GPa Gxy, GPa Vxy t, mm
Bl [0,/45] 411 13. 7 6.32 0.34 0.54

B2, B4,BS [04] 476 12.6 4.81 0.28 0.864
B3 [45/0,) 316 15.6 9.19 0.33 0.864
F woven 45 253 24.1 4.56 0.15 0.305
D1,D2,D3,D4 [+45] 4.10 4.10 1.54 0.33 2.817

* at thickest point

incrementally increasing the transverse load. Specimens
were first instrumented with strain gages at four locations
along the length on each side: one near the junction of
the thick and tapered regions, two in the tapered region,
and one in the thin section. (See fig. 4.) The specimen
was then clamped in the grips with the thick end in the
fixed bottom grip. The gage length between the grips was
165 mm (6.5 inches). The specimen was placed in the
fixture so that there was a 12.7 mm (0.5 inch) thick
region, a 127 mm (5 inch) tapered region and a 25.4 mm
(1 inch) thin region (fig. 4).

(b) deformed specimen
Figure 3. Axial tension snd bending test stand and deformed flexbeam.

As fig. 4 shows, the specimen is mounted in the grips
and the transverse load is applied at the pivot point, at a
distance above the top grip, rather than at the top of the
specimen. For static excursions, a constant axial tension
load, P, of approximately 35.6 kN (8000 1bs.) was
applied, and then the bending load was applied, in steps,
to produce a transverse stroke, 9, in increments of
approximately 2.54 mm (0.1 inch), up to a maximum
stroke of 30.5 mm (1.2 inch). At each transverse load
step, the strains were recorded, as well as the flapping
angle, 6, which was measured with a digital protractor
mounted to the top grip. The transverse displacement, v,
at the top of the specimen, was also measured using a
spring-loaded DCDT which was mounted to the side of the
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Figure 4. Test specimen and loading fixtures with combined loading.

load frame and detected the displacement of a bracket
attached to the centerline of the top grip.

In ref. 14, the surface strains in a composite flexbeam
specimen of S2/E773 material with a similar non-linear
taper and the same dimensions were measured at four
locations along the specimen length, with the flexbeam
specimen subjected to combined tension and bending
loading. Maximum strains always occurred on the
tension-bending surface in the tapered region, at
approximately X=90.6 mm. It was assumed that the strain
distribution in the current flexbeam specimens was
similar. Therefore, peak surface strains measured at gage
3 (where X=90.9 mm, 3.59 inch) in fig. 4 were plotted in
fig. 5 as a function of applied transverse stroke, 8. The
relationship is linear when the axial load is held constant.

Fatigue Tests

Because the ATB boundary conditions differed from
those of the full-scale flexbeam in the hub, the fatigue
tests were controlled to a desired maximum surface strain
level, rather than a prescribed transverse deflection or
bending angle. Hence, the results shown in fig. 5 were
used 1o select the maximum cyclic transverse stroke to
apply corresponding to the desired maximum strain level
(measured at gage 3). Prior to fatigue testing, the



specimen edges were painted with a water soluble
typewriter correction fluid which acts as a brittle coating
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Figure 5. Transverse stroke-peak surface strain response of nonlinear tapered
flexbeam in the Axial Tension and Bending (ATB) load frame.

and makes delaminations easier to see. Then the
specimens were clamped in the grips and a tension load of
approximately 35.6 kN (8000 1bs.) was applied. The
maximum cyclic transverse load, V, in the fatigue test,
was applied by cycling the load sinusoidally to the desired
maximum transverse stroke at a frequency of 3 Hz, using
fully-reversed loading (R=-1). The maximum strain
always occurred on the tension-side of the applied bending
load. Four of the six specimens were tested at a surface
strain of €, ., =11000 pg, and the other two at

€max=10000 pe. The specimens were cycled until they

either failed by unstable delamination completely along
the length, on one, or both, sides, or reached 2 million
loading cycles without failing (considered a “runout” ).

FINITE ELEMENT ANALYSIS

Finite Element Model Geom

A finite element model (FEM) of the tapered laminate
was developed to duplicate as closely as possible, the
geometry of the tested flexbeams, including the non-linear
taper in the specimen, and the boundary conditions of the
ATB test configuration. A schematic of the configuration
to be modeled by FEM is shown in fig. 6. The fixed-end
of fig. 6 corresponds to the composite flexbeam, and the
loaded end is a continuous rectangular cross-section
member that represents the upper grip and steel fixture
connecting to the pivot point where the transverse load is
applied, as shown in fig 4. In this way, by applying the
axial tension and transverse loads to the free end of the
model, the loading conditions of the model duplicate the
test conditions.

The FE model was a 2D model and was geometrically
symmetric about the midplane. However, because of the
unsymmetric loading, the entire flexbeam was modeled.
The continuous curvature of the tapered section of the

flexbeam was approximated in the model by using ten
short linear taper sections, each with gradually decreasing

taper angles, from 0=9.17° at X=12.7 mm (0.5 inch) in
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Figure 6. Nonlinear tapered flexbeam model with discreet taper angles and
combined loading,

fig. 6 to a =0.0° at X=140 mm (5.5 inch). Continuous
belt-ply-groups (B) and dropped-ply-groups (D) were
modeled in the analysis, rather than each individual ply.
Smeared orthotropic material properties calculated from
laminated plate theory for each ply-group, assuming
symmetry, were used to represent the different ply-groups.
The Poisson ratio mismatch associated with this approach
was assumed to be negligible because none of the ply-

groups contained 90° plies. The smeared moduli in the
global X-Y coordinate system, and thickness for each
group are presented in Table 2. Because the bending
stiffness of the steel fixtures was two orders of magnitude
greater than the flexbeam [14], and to simplify the model,
the elements at the thin-end that represent the steel loading
fixtures were modeled with a rectangular cross-section
equal to the thin end of the composite flexbeam, and were
assigned moduli to yield a bending stiffness, EI,
equivalent to the actual ATB fixtures.
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Figure 7. Finite element mesh of nonlinear tapered flexbeam laminate.

Finite Element Mesh Boun ndition,

The FE model had 4960 nodes and 4144 four-noded
isoparametric quadrilateral plane strain elements (see fig.
7). A 3-noded triangular element was used to represent a
resin pocket at the tip of each of the eight dropped-ply
groups. The neat resin properties assigned to the resin
elements are given in Table 1. Each distinct ply-group
was modeled using one element through the ply-group
thickness. The ply thickness in the model was h’=0.216
mm (0.0085 inch) for the tape plies and 0.324 mm
(0.0128 inch) for the fabric. To facilitate accurate strain




energy release rate analysis using the virtual crack closure
technique (VCCT) [15], square elements were used in belt
ply-groups B2, B3, B4, and BS, in the tapered region near
the thick end of the model. Because the glass fibers were
continuous in the belt-plies and followed the beam
contour, a local coordinate system was defined for each
element in the model, with the 1-direction parallel to the
element side from node 1 to node 2 in the longitudinal
direction . The local coordinate system was then used to
define the material properties of each element. Because
delamination was most often observed to occur first in the
test specimens at the interfaces beneath ply-groups BS and
D4 (fig. 2), multi-point constraints (MPC) were imposed
at those interfaces to allow simple modeling of
delaminations by releasing the MPCs,

The nodes at the thick end of the model at X=0 were
fixed in the X- and Y-directions to simulate clamped end
conditions. An axial tension load of 35.6 kN (8000 1bs.)
was applied at the thin end as a concentrated load. To
produce bending, a point load of 4.45 kN (1000 Ibs.) was
applied in the negative Y- direction at the thin end of the
model, corresponding to the pivot point in the ATB load
frame, as shown in figs. 4 and 6.

Computation Methods

The ABAQUIS finite element code was used in the
analysis. Because the flexbeam undergoes large
deflections, the geometric non-linear solution option was
exercised. Also, as with the ATB load frame, the axial
load in the model was able to "rotate” with the flexbeam
as it deformed under the transverse load. The output from
ABAQUS included nodal displacements, internal reaction
forces at the nodes, and intemal strains.

Nodal displacements and reaction forces were used
along with the Virtual Crack Closure Technique (VCCT)
to calculate strain energy release rates for the simulated
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Figure 8. Flexbeam laminate-tip displacement vs. applied transverse
stroke in S2/E7T1 nonlinear tapered flexbeam.

delaminations. This technique calculates the mode I and
mode II components of strain energy release rate (Gy and

Gy, respectively), using the forces at the delamination tip,

and the relative displacements behind the delamination tip,
both measured in the local coordinate system; i.e., the
normal-tangential (n-t) coordinate system for the deformed
elements. Details of these calculations are given in refs.
15 and 16. The total strain energy release rate, G, is
obtained by summing the individual mode components.
Hence,

G= GI + G"

since Gypy=0 for plane strain conditions.

RESULTS AND DISCUSSION

Global Response Comparison

Transverse displacements and surface strains in the FE
model were compared to the test results to determine how
accurately the model reproduced the global behavior of the
test specimens under similar loading. Figure 8 shows a
comparison of the flexbeam-tip deflection, v, as the
applied transverse stroke, 8, increased from zero to the
maximum value. A constant axial load of P=35.6 kN
(8000 Ibs.) was maintained in the model and test. As the
figure shows, there is very good agreement between
measured and predicted tip-displacement for the same
applied stroke.

In fig. 9, the measured axial surface strains from the
four strain gage locations are compared to the ABAQUS
calculated strains along the flexbeam length. The results
shown are at the maximum transverse stroke condition
(6=30.5 mm (1.2 inch)) and with P=35.6 kN (8000 Ibs.).
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Figure 9. Surface strains in nonlinear tapered flexbeam
with combined tension and bending loading.



Although the measured strains are somewhat higher than
predicted at the location nearest the bottom grip, at the
other three locations there is very good agreement between
the test and analysis results.

Maximum surface strains measured at gage 3 were also
compared to the ABAQUS results as the applied stroke, §,
was increased incrementally from zero to a maximum of
30.5 mm (1.2 inches) and then in the opposite direction,
from zero to 8=-30.5 mm (-1.2 inch). The comparison is
shown in fig. 10. The agreement is very good throughout
the range of transverse stroke, on both the tension-side and
compression-side of the flexbeam. Based on these results,
the FE model appears to duplicate the global response of
the specimen under loading in the ATB very well.
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Figure 10. Calculated and measured surface strains in
nonlinear tapered laminate.

Experimental Resul

Throughout the fatigue loading cycle, the specimens
were periodically monitored for visible delamination
growth. The initial delaminations started by a tension
crack at the interface between the D4 ply-group and the
adjacent resin pocket, as shown schematically in fig. 11.
Delaminations then grew toward the thick region, either at
the interface under D4, indicated by delamination length a';
the interface above D4, indicated by delamination length a;
or at both interfaces simultaneously, (see fig. 11). These
delaminations grew in a stable manner until they
approached the juncture of the tapered and thick regions.
As the fatigue loading was continued, final unstable
failure occurred by delaminations forming and growing
rapidly from the tip of D4 into the thin region of the
flexbeam, indicated by delamination length b in fig. 11,
along the entire length of the specimen, on one or both
edges. Figure 12 shows the number of cycles, N, to the
initial visible damage and final unstable delamination

Note: Drawing not to scale.

Figure 11. Delamination starting at tip of ply group D4.
failures. One specimen did not reach unstable
delamination and was considered a runout at 2 million

cycles (indicated by a right-pointing arrow on the data
point in fig. 12).
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Figure 12. Fatigue delamination response in cor flexbeam specimens
under combined tension and bending loadx.ng

Figure 13(a) shows a photo of a typical final failure.
There are several delaminations along the length,
including the longest one at the interface under BS.
Figure 13(b) shows a close-up of the area around the tip of
D4, where delaminations were first observed. The
delamination started as a tension crack between the resin
pocket and dropped plies, and grew toward the thick region
on both sides of the dropped section before any
delamination was seen growing toward the thin region. In
addition to visible delamination growth on the edges, three
of the specimens sustained damage in the woven fabric
surface ply (F). Splitting of the fabric started at the
specimen edge, near the initial delamination site. Cracks
grew across the specimen surface as the loading continued
and delaminations grew from them in both directions,
creating a visible delamination across the width of the
specimens surface, as shown in fig. 13(c).
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ent unstable delamination

(a) final failure with multiple delaminatior

‘b) initial damage at ply-drop and
associated delamination

(c) damage in surface fabric layer

Figure 13. Flexbeam test specimen with delamination damag,
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The observed damage was created in the FE model by
first modeling the tension crack between the tip of the
dropped-ply group D4 and the adjacent resin pocket (see
fig.11). Then delaminations were simulated in the model
by releasing pairs of multi-point constraints at the
interfaces between D4 and B4, between D4 and BS, and
between B4 and B5 (see insert in fig. 7). Strain energy
release rates were calculated using VCCT for a
delamination starting at the tip of D4 and growing a
distance a toward the thick region at the interface above
D4; a distance a’ toward the thick region at the interface
below D4; or a distance & toward the thin region at the
interface below B35, (see figs. 2 and 11). The interfaces
above and below the resin pocket element at D4 (see fig.
11) remained intact in the delaminated models. The first
G-values were calculated for a delamination of length a,
with no other delaminations in the model (a'=0, b=0).
The bottom curve on the left side of fig. 14 shows the
results for this case. Initially, G is very small and
increases very slowly until a=15.1 mm (0.593 inch),

where the taper angle increases from 7.96° 10 9.17°. At
that point, as the delamination grows further in the thick
direction, G increases more rapidly, and attains a
maximum value when the delamination has grown all the
way to the thick section at @=29.8 mm (1.17 inch). The
higher curve on the left of fig. 14 shows the G results
assuming a delamination of length @' (under D4), with no
other delaminations in the model (a=0, b=0). Again, G
starts out with low values and increases slowly until a'=15
mm (0.59 inches). Then G increases very rapidly as the
delamination is allowed to grow, reaching a peak at
a'=29.5 mm (1.16 inch), just before the thick region.
Figure 14 also shows that G is always higher for a
delamination growing under D4, rather than over D4,
making a delamination more likely to grow at that
interface.

On the right side of fig. 14 are calculated G values
for two cases of a delamination growing toward the thin

region from the tip of D4. Because test results always
showed delaminations existed at the interfaces above and
below D4 before they started growing toward the thin
region, the model was modified to contain delaminations
of a=16.1 mm {(0.635 inch) and a'=16 mm (0.631 inch)
above and below D4. Then G was calculated for
increasing values of . The results are the bottom curve
on the right in fig. 14. As the figure shows, G increases
10 a peak at b=30.9mm (1.22 inch), drops quickly, and
then increases to a second (lower) peak at 5=59.9 mm
(2.36 inch). These calculations were repeated assuming
that the delaminations above and below D4 extended all
the way to the junction of the tapered and thick regions,
i.e., a=30.8 mm (1.21 inch) and a'=30.6 mm (1.2 inch),
and again letting a delamination grow a distance b toward
the thin end. The results are the higher curve on the right
of fig. 14. The initial G values are much higher for this
case. This curve also increases rapidly to a peak at b=30.9
mm (1.22 inch) and drops, and reaches a second peak at
b=51.2 mm (2.02 inch), similar to the lower curve.
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Figure 14. Strain energy release rates for delamination growth in nonlinear
tapered laminates under combined tension and bending loading.

The test results and calculated G results in fig. 14
suggest that a delamination will grow first toward the
thick region around D4, all the way to the junction of the
tapered and thick regions. Once the interfaces above and
below D4 are delaminated, a delamination will grow
unstably along surface b.

The opening and shear components of G, (Gyand Gyy,

respectively), were calculated for all four modeled
delamination configurations. Figure 15 shows Gp/G for

the delamination growing toward the thick region. The
figure shows that the delamination growth is always at
least 70% mode II for both cases. For delamination along
a , Gyy/G drops from almost 100% at a=5.08 mm (0.2

inch), down to 70% at a=11.4 mm (0.45 inch), then



increases to a peak at @=15.1 mm (0.593 inches) where
the taper angle changes, drops again 10 75%, and increases
steadily back to 100%. For a delamination along a',
Gp/G is fairly constant at about 95% until a'=15 mm

(0.59 inches). Then there is a sudden drop. Asthe
delamination grows further, Gp;/G increases back to near

100%.

The behavior of both curves at the discreet change in
taper angle (a=15.1 mm and a'=15 mm (0.593 and 0.59
inches)) is similar to results shown in ref. 17. In that
study, the effect of fiber waviness on strain energy release
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Figure 15. GHIG ratio for delamination around ply-group D4.

rate was studied by modeling a delamination growing
along an interface which changed from horizontal to an
upward inclined (-B) or a downward inclined (+8) angle.
Results of [17] showed that G,/G increased as the
waviness angle changed from the largest +f values to the
largest -B values. These results can help explain the
sudden local changes in mode ratios observed at the change
in taper angle in the current model. Figure 16 shows an
enlarged view of the FE mesh around D4. As the figure
shows, at the interface above D4, at a=15.1 mm (0.593

inches), the taper angle increases from 7.96° 10 9.17° (-
B). However, on the interface below D4, at 2'=15 mm
(0.59 inches), there is also a small change in angle, but in
the opposite direction, (+8). Referring to fig. 15, the -p
angle change along surface @ resulted in a sudden increase
in Gpy/G at that location, whereas the +B angle change

along surface @', caused a sudden decrease in G;/G.

Figure 17 shows the percentage of opening mode
strain energy release rate (Gy/G) for the delamination
growing toward the thin region. As the figure shows, for
these delaminations, G was almost entirely mode I for
both cases analyzed. However, the G{/G ratio for the first

case (with ¢=16.1 mm and a'=16 mm (0.635 and 0.631\

B4 — |

X=28.2 mm

Figure 16. Mesh around X=28.19 mm showing taper angic changes.

inch)) shows small drops at b=11.7, 25.9, and 44.2 mm
(0.46, 1.02, and 1.74 inch). There are taper angle changes
at each of these locations, all in the -B direction, resulting
in a temporary decrease in the percentage of Gy/G ateach

change. For the second case, where =30.8 mm (1.21
inch) and a'=30.6 mm (1.2 inch), the effect of these
changes is less pronounced, with a small drop at =25.9
mm (1.02 inch), and a slightly larger drop at 5#=44.2 mm
(1.74 inch), the location of the largest taper angle change.
Analyses of the relative percentages of Gy and Gyy

show that delamination growth along surfaces a or a' is
predominantly mode II, but growth in the opposite
direction along surface b is almost entirely mode I. In
both cases, changing the taper angle, even by a small
amount, in either a positive or negative direction, changes
the ratios of Gy and Gy in the area near the angle change.
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Figure 17. G {G ratio for delamination growth toward thin region of flexbeam.



In refs. 4, 12 and 17, peak values of calculated strain
energy release rates were used with material
characterization data to predict delamination onset as a
function of the number of loading cycles. Figure 18
presents Gy, vs. N data from ref. 18 , for S2/E7T1

material. Each data point represents one double
cantilevered beam (DCB) test specimen that was cycled
until delamination onset was detected. A 5% change in
DCB specimen compliance was used as the criteria for
indicating delamination onset. Although delamination
growth along surfaces a and &' was shown to be
primarily mode 11, previous studies have indicated that
there may be little difference in mode I and mode IT G vs.
N data, especially at long lives [19]. For this reason, and
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Figure 18. Fatigue delamination onset in S2/E7T'1 DCB specimen.

because GIImax data was not available, the GImax values

were used for all calculations. For the purpose of this
study, a curve was fit through the data in fig. 18, and had

the form
Gimax=¢ N ) @

where c=463 J/m? and d= -0.0816. Then, as in [4] , [12],
and [17], it was assumed that delamination onset would
occur in the flexbeams when the peak G from the FE
analysis equaled the cyclic Gy, at which delamination

initiated in the DCB tests. That is, when

[Gh’] _ Glmax h )
V' “FE V2

where the terms on the left side of the equation refer to the
FE model and on the right side, h is the measured average
ply thickness of the specimens and V is the calculated
bending load. However, since the tests were conducted by

operating at a chosen &, level, it is more useful to
calculate a predicted curve of € .. vs. N, for comparison

with the test results. The static excursion tests showed
that a linear relationship existed between the transverse
load, V, and the surface strain, €, as shown in fig. 19.
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Figure 19. Maximum measured surface strain vs. applied transverse bending
load in tapered flexbeam with constant axial tension load.

The relationship between V and € can be expressed as
€=¢+ f*V 3

where e=3.36e-3 and f=1.335¢-3 kN, Equation (1) can
be substituted into eq. (2) and rearranged to solve for the
applied transverse load, V. Substituting the expression
for Vinto eq. (3) gives

cNh
Kl
V’ZJFE

8max(N)=e+f.i @)

relating the number of loading cycles to the applied
maximum surface strain.

The number of loading cycles to final unstable
delamination, Nfailure* can be considered as the number of

cycles 1o the onset of stable delamination along a or @’
(N1, plus the number of cycles for delamination growth

along those interfaces (N5), plus the number of additional
cycles to the onset of unstable delamination along b (N),

once a and @’ have grown to the juncture with the thick
region. If Ny is considered negligible, then Ng,;p, o can

be approximated by N1+ N3. Equation (4) was used to

calculate curves relating maximum cyclic strain and the
number of loading cycles to the onset of delamination



alonga’ (N 1) and to the onset of final unstable
delamination (N3).

Equation (4) was first computed for the case of a
delamination growing from the tip of D4 toward the thick
section (increasing a'), with no other delaminations (g=0,
b=0) in the flexbeam, using the peak value of Gpp=98

J/m? (0.56 in-Ib/in®) from fig. 14. A curve relating the
maximum cyclic strain to the number of loading cycles at
delamination onset along @’ (N,) was calculated and is
shown in fig. 20(a). A second curve was calculated, for a
flexbeam with both interfaces around D4 completely
delaminated (¢=30.8 mm and a’=30.6 mm (1.21 and 1.2
inch)) and a delamination of length b growing toward the
thin region. For this case the peak value of Gp=126

J/m? (0.72 in-1b/in®), from the right side of fig. 14, was
used. The resulting curve, shown in fig. 20(b) relates the
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Figure 2U. Delamination onset curves for modeied delammatons.

cyclic strain to the number of loading cycles at the onset
of final unstable delamination (N;). Adding the two

curves in fig. 20 then results in an g, vs. N curve for

predicted final delamination failure, which is shown in fig.

21, along with the test results at unstable delamination.
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Figure 21, Flexbeam delamination failure data and predicted fatigue life curve.

The shaded area in fig. 21 represents the prediction, plus
and minus one standard deviation. All the test data fall
within one standard deviation of the prediction, although
the tendency is to slightly under-predict the number of
cycles to failure at the higher strain level, and slightly
over-predict at the lower strain level.

CONCLUSIONS

Nonlinear tapered flexbeam laminates cut from a full-
size composite rotor hub flexbeam were tested under
combined axial lension and cyclic bending loads. The
tension load remained constant while the cyclic transverse
bending load was applied. The specimens failed by
delaminations first starting around the tip of the outermost
ply-drop group and growing toward the thick region of the
flexbeam. Once the interfaces both above and below this
dropped-ply group were delaminated, final failure occurred
by unstable delamination growth into the thin region
along the full length of the taper.

A 2D finite element model was developed which
closely approximated the flexbeam geometry, boundary
conditions, and loading. The model was analyzed using a
geometrically nonlinear FE code. The FE model was able
to accurately replicate the global response of the coupon
specimens under the combined loading. Delaminations of
various lengths were simulated in the model by releasing
multipoint constraints (MPC) at the interfaces where
delaminations were observed in the test specimens. Strain
energy release rates (G) calculated using the virtual crack
closure technique (VCCT) showed that:

(1) Delaminations originating at the tip of the outermost
ply-drop group were more likely to grow at the
interface under the dropped-plies than at the interface
above the dropped ply group;

(2) Delaminations at either interface will grow until they
extend all the way to the junction of the tapered and
thin regions; and

(3) Once the interfaces around the dropped-ply group are
delaminated, a delamination will grow unstably from
the tip of the dropped-ply region toward the thin area
of the flexbeam.

A comparison of the mode ratios for the different
delaminations modeled showed that delamination growth
toward the thick region was mostly Mode 11, whereas
delamination growth in the opposite direction was
predominantly Mode 1. The mode ratios were very
sensitive to the discrete angle changes in the model. At
locations where the taper changed in one direction, Gy/G

decreased locally, and where the angle changed in the
opposite direction, G/G increased locally.

Calculated peak G values were used with Gy, vs.
N data generated using DCB specimens to predict failure



of the flexbeam specimens. The calculated fatigue life
agrees well with the test data. The results indicate that
using the calculated G values from a FE model, with
delamination fatigue characterization data, is a viable
method for determining the fatigue life of composite rotor
hub flexbeam laminates.
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